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Project Name: Survey Segment: Address:
Building 005 A: Building 005 4150 Clement, San Francisco, CA 94121
Homogeneous i e . - s Results

Sample # Areat Material Description Location /Description Asbesios Results

005-132-1 132 Baseboard Ground: South Corridor Hallway ND None Detected
Brown Residual Adhesive

005-133-1 133 Pipe Insulation Ground: South Corridor Hallway 5-10% Chrysotile Amosite
3"0.D. Line

005-134-1 134 Duct Sealant Ground: 001 Storage ND None Detected
Brown

005-134-2 134 Duct Sealant Ground: 001 Storage ND None Detected
Brown

005-135-1 135 HVAC Duct Tape Ground: 002 Storage ND None Detected
White

005-135-2 135 HVAC Duct Tape Ground: 002 Storage ND None Detected
White

005-135-3 135 HVAG Duct Tape Ground: 002 Storage ND None Detected
White

005-136-1 136 Baseboard Ground: North Corridor Hallway ND None Detected
4" Charcoal w/ Beige/White Adhesive

005-136-2 136 Baseboard Ground: North Corridor Hallway ND None Detected
4" Charcoal w/ Beige/White Adhesive

005-137-1 137 Sink Undercoating Ground: 005 Office ND None Detected
White

005-138-1 138 Ceiling Tile, Laid-In Ground: 008 Hallway / Laboratory <1% Chrysotile
2' x 4' Glossy White w/ Longitudinal Fissures

005-138-2 138 Ceiling Tile, Laid-In Ground: 008 Hallway / Laboratory <1% Chrysotile
2' x 4' Glossy White w/ Longitudinal Fissures

005-138-3 138 Ceiling Tile, Laid-In Ground: 008 Hallway / Laboratory <1% Chrysotile
2' x 4' Glossy White w/ Longitudinal Fissures

005-139-1 139 Window Glazing Ground: Exterior Exterior <1% Chrysotile
Gray Exterior 1st Floor, SE Side, Outside Room 103
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Project Name: Survey Segment: Address:
Building 005 A: Building 005 4150 Clement, San Francisco, CA 94121
Homogeneous , - . . . Asbestos Result

Sample # Aida Material Description Location /Description ASHESIDs eSS

005-139-2 139 Window Glazing Ground: Exterior Exterior <1% Chrysotile
Gray Exterior

005-139-3 139 Window Glazing Ground: Exterior Exterior <1% Chrysotile
Gray Exterior

005-140-1 140 Stucco Ground: Exterior Exterior ND None Detected
Gray

005-140-2 140 Stucco Ground: Exterior Exterior ND None Detected
Gray

005-140-3 140 Stucco Ground: Exterior Exterior ND None Detected
Gray

005-140-4 140 Stucco Ground: Exterior Exterior ND None Detected
Gray

005-140-5 140 Stucco Ground: Exterior Exterior ND None Detected
Gray

005-141-1 141 Duct Sealant Roof: Roof Root 5-10% Chrysotile
Black

005-141-2 141 Duct Sealant Roof: Roof Roof 5-10% Chrysotile
Black

005-141-3 141 Duct Sealant Roof: Roof Roof 5-10% Chrysotile

Black

Bulk Sample Analytical Results By Homogeneous
5/13/2010 6:37:00 PM

Page 8 of 8

| Total Samples:

91 |

THI Environmental
Project No. 005



To Bldg 002

Center Hallway

Explanation:

O] ACM Floor Tile and Mastic

ACM Floor Tile (Non-ACM Mastic) == ACM Window Caulking

=== ACM Exterior Window Glazing @*

25 ACM Pipe Insulation 0 4 g
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